Powdef Name Grade D50(pm) TD (g/cm?) BET(m%g)

r

Copper Powder 1.5 um 1-2 3.0 - 4.0 0.50 - 0.80

Cu-HWQ
3 um 2-4 3.0 - 5.0 0.25 - 0.45
5 um 4-6 4.0 - 5.5 0.15-0.35
10 um 8- 12 4.0 -5.5 0.05 - 0.20
20 um 16 - 24 4.0 - 5.5 0.05 - 0.20

-

Silver Powder
1.5 um 1-2 3.0 - 4.0 0.50 - 0.80

Ag-HWQ
2.5 um 2 -3.5 3.5 - 5.0 0.30 - 0.45
5 um 4-6 4.0 - 5.5 0.15-0.35

D50: XT4T7>%&. TD : SyJEE. BET : BET LlhLRm#&

D50: Median Diameter, TD: Tap Density, BET: Specific Surface Area by BET method
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“All figures shown above are typical values and are not guaranteed.

Properties may be changed without advanced notice.

Cu-HWQ 1.5 pm (SEM image)
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